
8 / Packaging and Yield


The low cost norn1ally associated with integrated circuits results from mass production 
in which many wafers, each containing a large number of integrated-circuit dice, are all 
processed together. There may be tens to thousands of dice per wafer and 25 to 200 
wafers per lot. After wafer processing is completed, however, the dice must be separated 
and assembled in packages that are easy to handle and to mount in electronic systems. 
The assembly operation involves a great deal of handwork and substantially increases the 
cost of the final product. 

In this chapter we first present an overview of testing and die separation. Then we 
discuss IC assembly, including die attachment, wire bonding, and a survey of the various 
types of packages used with integrated circuits. 

The ultimate cost of the integrated circuit is related to the total yield of assembled and 
tested devices. In the early stages of development of a new process or circuit, we are 
lucky if one functional die is found per wafer. Late in the life of a process with a mature 
circuit design, yields of 60 to 70% are not uncommon. A discussion of the dependence 
of yield on defect density and die size concludes this chapter. 

8.1 TESTING 

Following aluminum annealing and passivation-layer processing, each die on the wafer 
is tested for functionality. Special parametric test dice are placed at a number of sites on 
the wafer. At this stage, dc tests are used to verify that basic process parameters fall 
within acceptable limits. To perfOrn1 the tests, a probe station lowers a ring of very fine, 
needle-sharp probes into contact with the aluminum pads on the test die. Test equipment 
is connected to the circuit through the probes and controlled by a computer system. If 
the wafer-screening operation shows that. basic process and device parameters are within 
specification, functional testing of each die begins. 

Under computer control, the probe station automatically steps across the wafer, 
perforn1ing functional testing at each die site. Defective dice are marked with a drop of 
ink. Later, when the dice are separated from the wafer, any die with an ink spot is 
discarded. It has become impossible to exhaustively test complex VLSI devices such as 
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microprocessors. Instead, a great deal of computer time is used to find a minimum 
sequence of tests which can be used to indicate die functionality. At the wafer-probe 
stage, functional testing is primarily static in nature. High-speed dynamic testing is 
difficult to do through the probes, so parametric speed tests are usually performed after 
die packaging is complete. 

The ratio of functional dice to total dice on the wafer gives the yield for each wafer. 
Yield is directly related to the ultimate cost of the completed integrated circuit and will 
be discussed more fully in Section 8.7. 

8.2 DIE SEPARATION 

Following initial functional testing, individual integrated-circuit dice must be separated 
from the wafer. In one method, the wafer is mounted on a holder and automatically 
scribed in both the x and y directions using a diamond-tipped scribe. Scribing borders 
of 75 to 250 JLm are formed around the periphery of the dice during fabrication. These 
borders are left free of oxide and metal and are aligned with crystal planes if possible. 
In (100) wafers, natural cleavage planes exist perpendicular to the surface of the wafer 
in directions both parallel and perpendicular to the wafer flat. For (Ill) wafers, a vertical 
cleavage plane runs parallel to the wafer flat but not perpendicular to the wafer flat. This 
can lead to some separation and handling problems with (Ill) material. 

Following scribing, the wafer is removed from the holder and placed upside down 
on a soft support. A roller applies pressure to the wafer, causing it to fracture along thc 
scribe lines. Care is taken to ensure that the wafer cracks along the scribe lines to 
minimize die damage during separation, but there will always be some damage and loss 
of yield during the scribing and breaking steps. 

Diamond saws are also widely used for die separation. A wafer is placed in a 
holder on a sticky sheet of Mylar. The saw can be 1,lsed either to scribe the wafer or to 
cut completely through the wafer. Following separation, the dice remain attached to the 
Mylar film. 

8.3 DIE ATTACHMENT 

Visual inspection is used to sort out dice which may have been damaged during die 
separation, and the inked dice are also discarded. The next step in the assembly process 
is to mount the good dice in packages. 

8.3.1 Epoxy Die Attachment 

An epoxy cement may be used to attach the die to a package or "header." However, 
epoxy is a poor thermal conductor and an electrical insulator. Alumina can be mixed with 
the epoxy to increase its thermal conductivity, and gold- or silver-filled epoxies are used 
to reduce the thermal resistance of the epoxy bonding material and to provide a low-
resistance electrical connection between the die and the package. 



8.4 WIRE BONDING 155 

8.3.2 Eutectic Die Attachment . 

The gold-silicon eutectic point occurs at a temperature of 370 °C for a mixture of 
approximately 3.6% Si and 96.4% Au. Gold can be deposited on the back of the wafer 
prior to die separation or can be in the form of a thin alloy "preform" placed between the 
die and package. To form a eutectic bond, the die and package are heated to 390 to 
420 °C, and pressure is applied to the die in conjunction with an ultrasonic scrubbing 
motion. Eutectic bonding is possible with a number of other metal-alloy systems, in
cluding gold-tin and gold-germanium. A solder attachment technique is also used with 
semiconductor power devices. 

8.4 WIRE BONDING 

Wire bonding is the most widely used method for making electrical connections between 
the die and the package. The bonding areas on the die are large, square pads, 100 to 
125 JLm on a side, located around the periphery of the die. Fine wires interconnect the 
aluminum bonding pads on the integrated-circuit die to the leads of the package. Ther
mocompression bonding was originally used with gold wire, and ultrasonic bonding is 
used with aluminum wire. A combination of the two, thermosonic bonding, is rapidly 
replacing thermocompression bonding. 

8.4.1 Thermocompression Bonding 

The thermocompression bonding technique, also called nail head or ball bonding, uses 
a combination of pressure and temperature to weld a fine gold wire to the aluminum 
bonding pads on the die and the gold plated leads of the package. Figure 8.1 shows the 
steps used in forming either a the~ocompression or thermosonic bond. 

A fine gold wire, 15 to 75 JLm in diameter, is fed from a spool through a heated 
capiijary. A small hydrogen torch or electric spark melts the end of the wire, forming a 
gold ball two to three times the diameter of the wire. Under either manual or computer 
control, the ball is positioned over the bonding pad, the capillary is lowered, and the ball 
deforms into a "nail head" as a result of the pressure and heat from the capillary. . Next, the capillary is raised and wire is fed from the spool as the tool is moved into 

position over the package. The second bond is a wedge bond produced by deforming the 
wire with the edge of the capillary. After formation of the second bond, the capillary is 
raised and the wire is broken near the edge of the bond. Because of the symmetry of the 
bonding head, the bonder may move in any direction following formation of the nail
head bond. An SEM micrograph of a gold-ball bond is shown in Fig. 8.2a. 

A problem encountered in production of gold-aluminum bonds is formation of the 
"purple plague." Gold and aluminum react to form intermetallic compounds. One such 
compound, AuA12' is purple in color, and its appearance has been associated with faulty 
bonds. Itowever, this compound is highly conductive. The actual culprit is a low-
conductivity, tan-colored compound, Au2Al, which is also present. 
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Fig. 8.1 Thennosonic ball-wedge bonding of a gold wire. (a) Gold wire in a capillary; (b) ball 
fonnation accomplished by passing a hydrogen torch over the end of die gold wire or by capaci
tance discharge; (c) bonding accomplished by simultaneously applying a vertical load on the ball 
while ultrasonically exciting the wire (the chip and substrate are heated to about 150 °C); (d) a wire 
loop and a wedge bond ready to be fonned; (e) the wire is broken at the wedge bond; (f) the 
geometry of the ball-wedge bond that allows high-speed bonding. Because the wedge can be on 
an arc from the ball, the bond head or package table does not have to rotate to fOnD the wedge bond. 
Reprinted with permission from Semiconductor International magazine, May 1982.[IJ Copyright 
1982 by Cahners Publishing Co., Des Plaines, IL. 

During thermocompression bonding, the substrate is maintained at a temperature 
between 150 and 200 °c. The temperature at the bonding interface ranges from 280 to 
350 °c, and significant formation of the Au-AI compounds can occur at these tem
peratures. Limiting the die temperature during the bonding process helps to prevent 
formation of the intermetallic compounds, and high-temperature processing and storage 
following bonding must be avoided. 

In addition to the above problem, many epoxy materials cannot withstand the tem
peratures encountered in thermocompression bonding, and thermocompression bonding 
has been replaced by the ultrasonic and thermosonic bonding techniques discussed in the 
next two sections. 

8.4.2 Ultrasonic Bonding 

Oxidation of aluminum wire at high temperatures makes it difficult to form a good ball 
at the end of the wire. An alternative process called ultrasonic bonding, which forms the 
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(a) (b)

Fig. 8.2 (a) An SEM micrograph of ball bond using 25-,um gold wire; (b) anSEM micrograph
of 25-,um gold wire ultrasonically bonded to an aluminum pad. William C. Till/James T. Luxon,
INTEGRATED CIRCUITS: Materials, Devices, & Fabrication, Copyright 1982, p. 360-361.
Reprinted by permission of Prentice-Hall, Inc., Englewood Cliffs, New Jersey.

bond through a combination of pressure and rapid mechanical vibration, is used with
aluminum wire. Aluminum wire is fed from a spool through a hole in the ultrasonic
bonding tool, as shown in Fig. 8.3. To form a bond, the bonding tool is lowered over
the bonding position, and ultrasonic vibration at 20 to 60 kHz causes the metal to deform
and flow easily under pressure at room temperature. Vibration also breaks through the
oxide film that is always present on aluminum and results in formation of a clean, strong
weld.

As the tool is raised after forming the second bond, a clamp is engaged which pulls
and breaks the wire at a weak point just beyond the bond. In order to maintain proper
wire alignment in the bonding tool, the ultrasonic bonder can move only in a front-to-
back motion between the fIrst and second bonds, and the package must be rotated 90°
to permit complete bonding of rectangular dice.

8.4.3 Thermosonic Bonding

Thennosonic bonding combines the best properties of ultrasonic and thennocompression
bonding. The bonding procedure is the same as in thennocompression bonding, except
that the substrate is maintained at a temperature of approximately 150 °C. Ultrasonic
vibration causes the metal to flow under pressure and fonn a strong weld. The sym-
metrical bonding tool pennits movement in any direction following the nail-head bond.
Thennosonic bonding can be easily automated, and computer-controlled thennosonic
bonders can produce five to ten bonds per second.
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Fig.8.3 (a) In ultrasonic bonding, the tool guides wire to the package tenninal; (b) pressure and 
ultrasonic energy form the bond; (c) and (d) the tool feeds out wire and repositions itself above 
the IC chip. The tool lowers and ultrasonically forms the second bond; (e) tool lifts, breaking the 
wire at the bond. Reprinted with pennission from Circuits Manufacturing, January, 1980. Copy
right Morgan-Grampian 1980. 

8.5 PACKAGES 

Integrated-circuit dice can be mounted in a wide array of packages. In this section we 
discuss the round "TO"-style packages, dual-in-line (DIP) packages, the pin-grid array 
(PGA), the leadless chip carrier (LCC), and packages used for surface mounting. Later 
in this chapter we will look at flip-chip mounting and tape-automated bonding. 

8.5.1 Circular TO-Style Packages 

Figure 8.4a shows a round TO-type package which was one of the earliest IC packages. 
Different configurations of this package are available with 4 to 48 pins. The silicon die 
is attached to the center of the gold-plated header. Wire bonds connect the pads on the 
die to Kovar lead posts which protrude through the header and glass seal. Kovar is an 
iron-nickel alloy designed to have the same coefficient of thermal expansion as the glass 
seal. A metal cap is welded in place after die attachment and wire bonding. 

8.5.2 Dual-in-Line Packages (DIPs) 

The dual-in-line package shown in Fig. 8.4b is extremely popular because of its low cost 
and ease of use. Plastic and epoxy DIPs are the least expensive packages and are 
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Fig. 8.4 (a) TO-style package; (b) ball- and wedge-bonded silicon die in a plastic DIP. The die 
support paddle may be connected to one of the external leads. For most commercial products, only 
the die paddle and the wedge-bond pads are selectively plated. The external leads are solder plated 
or dipped after package molding. Copyright, 1981, IEEE. Reprinted with permission from ref. [3]. 
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available with as few as four leads to more than 80 leads. In the postmolded DIP, a
silicon die is first mounted on and wire-bonded to a metallic lead frame. Epoxy is then
molded around both the die and the frame. As a result, the silicon die becomes an integral
part of the package.

In a ceramic DIP, the die is mounted in a cavity on a gold-plated ceramic substrate
and wire-bonded to gold-plated Kovar leads. A ceramic or metal lid is used to seal the
top of the cavity. Ceramic packages are considerably more expensive than plastic and are
designed for use over a wider temperature range. In addition, ceramic packages may be
hermetically sealed. A premolded plastic package similar to the ceramic package is also

available.

8.5.3 Pin-Grid Arrays (PGAs)

The DIP package is satisfactory for packaging integrated-circuit dice with up to approxi-
mately 80 pins. The pin-grid array of Fig. 8.5 provides a package with a much higher
pin density than that of the DIP package. The pins are placed in a regular x-y array, and
the package can have hundreds of pins. Wire bonding is still used to connect the die to
gold interconnection lines which fan out to the array of pins. Other versions of this
package use the flip-chip process (to be discussed in Section 8.6).

8.5.4 Leadless Chip Carriers (LCCs)

Figure 8.6 shows two types of leadless chip carriers. In each case the die is mounted in
a cavity in the middle of the package. Connections are made between the package and

Fig. 8.5 An example of a PGA in which the chip faces upward in the cavity.
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Fig.8.6 (a) Ceramic leadless chip carriers with top connections; (b) LCC with edge connections 
in grooves on the sides of the package. 

die using wire bonding, and the cavity is sealed with a c;ap of metal, ceramic, or epoxy. 
The package in Fig. 8.6a has contact pads only on the top surface of the chip carrier. The 
chip carrier is pressed tightly against co~tact fingers in a socket mounted on a printed-
circuit board. Another type of LCC is shown in Fig. 8.6b. Conductors are formed in 
grooves in the edges of the chip carrier and are again pressed tightly against contact pins 
in a socket on the next level of packaging. 

8.5.5 Packages for Surface Mounting 

The TO-, DIP-, and FaA-style packages are made for mounting in holes fabricated in 
printed-circuit boards. New "surface-mount" packages have recently been developed. 
The "gull-wing" package, shown in Fig. 8.7a, has short lead stubs bent away from the 
package, whereas the leads of the "J"-style package of Fig. 8.7b are bent back under
neath the package. Both styles permit soldering of the package directly to the surface of 
a printed-circuit board or hybrid package. The leadless chip carriers described in the 
previous section are also available with leads added for surface mounting. 

, 
8.6 FLIP-CHIP AND TAPE-AUTOMATED-BONDING PROCESSES 

As can be envisioned from the above discussion, the die-mounting and wire-bonding 
processesinvolve a large number of manual operations and are therefore quite expensive. 

~~ 
~ (a) (b) 

Fig. 8.7 The (a) gull-wing and (b) J-Iead surface-mount packages. 
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In fact, the cost of assembly and test may be many times the cost of a small die. The 
one-at-a-time nature of the wire-bonding process also leads to reduced reliability, and 
failure of wire bonds is one of the most common reliability problems in integrated 
circuits. The flip-chip and tape-automated-bonding processes were developed to permit 
batch fabrication of die-to-package interconnections. 

8.6.1 Flip-Chip Processing 

Thejlip-chip mounting process was developed at IBM during the 1960s.(4] The first step 
is to form a solder ball (Fig. 8.8) on top of each bonding pad. A sandwich of Cr, Cu, 
and Au is sequentially evaporated through a mask to form a cap over each of the 
aluminum bonding pads. Chrome and copper provide a barrier and a good contact to the 
aluminum pad. Gold adheres well to chrome and acts as an oxidation barrier prior to 
solder deposition. Lead-tin solder is evaporated through a mask onto the Au-Cu-Cr cap, 
occupying an area slightly.larger than the cap. The die is heated, causing the solder to 
recede from the oxide surface and form a solder ball on top of the Au-Cu-Cr bonding-

pad cap. 
After testing and separation, the dice are placed face down on a ceramic substrate. 

Temperature is increased, causing the solder to reflow, and the die is bonded directly to 
the interconnections on the substrate. Solder balls provide functions of both electrical 
interconnection and die attachment. Hundreds of bonds can be formed simultaneously 
using this technique, and bonding pads may be placed anywhere on the surface of the die, 
rather than just around the edge. In addition, the bond between the die and the substrate 
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Fig. 8.8 Cross section through a solder ball after reflowing. Copyright 1969 by International 
Business Machines Corporation; reprinted with permission from ref. [4]. 
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is very short. The main disadvantages of this technique are the additional processing 
complexity, the higher thermal resistance between die and substrate, and the inability to 
visually inspect the completed solder joints. 

8.6.2 The Tape-Automated-Bonding (TAB) Process 

In rape-automated bonding, dice are attached to copper leads supported by a tape similar 
to 35-mm film. The film is initially coated with copper, and the leads are defined by 
lithography and etching. The lead pattern may contain hundreds of connections. 

Die attachment requires a process similar in concept to the solder-ball tec\1nology 
discussed earlier. Gold bumps are formed on either the die or the tape and are used to 
bond the die to the leads on the tape. Figure 8.9 outlines the steps used to form a gold 
bump on a bonding pad. [5] A multilayer metal sandwich is deposited over the passivation 

oxide. Next, a relatively thick layer of photoresist is deposited, and windows are opened 
above the bonding pads. Electroplating is used to fill the openings with gold. The 
photoresist is removed, and the thin metal sandwich is etched away using wet or dry 
etching. The final result is a 25-.um-high gold bump standing above each pad. As in the 
flip-chip approach, bonding sit~s may be anywhere on the die. 

The mounting process aligns the tape over the die, as in Fig. 8.10. A heated bonding 
head presses the tape against the die, forming thermocompression bonds. In a production 
process, a new die is brought under the bonding head and the tape indexes automatically 
to the next lead site. 

TAB-mounted parts offer the advantage that they can be functionally tested and 
"burned-in" once the dice are attached to the film. In addition, the IC passivation layer 
and gold bump completely seal the semiconductor surface. 

8.7 YIELD 

The manufacturer of integrated circuits is ultimately interested in how many finished 
chips will be available for sale. A substantial fraction of the dice on a given wafer will 
not jJe functional when they are tested at the wafer-probe step at the end of the process. 
Additional dice will be lost during the die separation and packaging operations, and a 
number of the packaged devices will fail final testing. 

As mentio~ed earlier, the cost of packaging and testing is substantial and may be the 
dominant factor in the manufacturing cost of small die. For a large die with low yield, 
the manufacturing cost will be dominated by the wafer processing cost. A great deal of 
time has been spent attempting to model wafer yield associated with integrated-circuit 
processes. Wafer yield is related to the complexity of the process and is strongly 
dependent on the area of the integrated-circuit die. 

8.7.1 Uniform Defect Densities 

One can visualize how die area affects yield by looking at the wafer in Fig. 8.11, which 
has 120 die sites. The dots represent randomly distributed defects which have caused a 
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Fig. 8.9 Process sequence for making gold bumps on aluminum metallurgy devices. (a) The 
wafer is cleaned and sputter-etched; (b) a contact/barrier layer (which also serves as a conductive 
film for electroplating) is sputter-deposited with a layer of gold for oxidation protection; (c) a 
thick-film photoresist (25 JLtn) is laminated and developed; (d) gold is electroplated to a height of 
approximately 25 JLm to form the bumps; (e) the resist is stripped; (f) the sputter-deposited 
conductive film is removed chemically or by 'back sputtering. Reprinted with permission of Solid 
State Technology, published by Technical Publishing, a company of Dun & Bradstreet, from 
ref. [5]. 
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Fig. 8.10 Tape-automated-bondingprocedure. (a) Preformed leads of film are lowered into 
position and aligned above bonding pads on the die, which is held in place with a wax; (b) bonding 
tool descends and forms bond with pressure and heat; heat melts the wax, releasing the die; (c) tool 
and film are raised, lifting the bonded die clear so a new die can be moved into position and the 
process can be repeated. Reprinted with permission from Small Precision Tools Bonding Hand
book. Copyright 1976. 
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Fig. 8.11 lllustrations of wafers, showing effect of die size on yield. Dots indicate the presence
of a defect in a die location. (a) For a particular die size the yield is 43%; (b) if the die size were
doubled, the yield would be only 22%.

die to fail testing at the wafer-probe step. In Fig. 8.11a there are 52 good dice out of the
total of 120, giving a yield of43%. If the die size were twice as large, as in Fig. 8.11b,
the yield would be reduced to 22% for this particular wafer.

An estimate of the yield of good dice can be found from a classical problem in
probability theory in which n defects are randomly placed in N die sites. The probability
Pk that a given die site contains exactly k defects is given by the binomial distribution:

n
(8.1)

p = ..!k k!(n - k)! N-n(N - l)n-k

For large n and N, eq. (8.1) can be approximated by the Poisson distribution:

Ak
k! exp(-A) (8.2)p" =
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in which A = n/N. The yield is given by the probability that a die is found with no 

defects, 

y = Po ~ exp(-A) (8.3) 

The area of the wafer is equal to NA, where A is the area of one die. The density of 
defects, Do, is given by the total number of defects, n, divided by the area of all the chips, 
and the average number of defects per die, A, is given by 

A = n/N = DoA for Do = n/NA (8.4) 

The yield based on the Poisson distribution then becomes 

Y = exp( -DoA) (8.5) 

This expression was used to predict early die yield but was found to give too Iowan 
estimate for large dice with DoA > 1. Eq. (8.5) implicitly assumes that the defect 
distribution is uniform across a given wafer and does not vary from wafer to wafer. 
However, it was quickly realized that these conditions are not realistic. Defect densities 
vary from wafer to wafer because of differences in handling and processing. On a given 
wafer, there are usually more defects around the edge of the wafer than in the center, and 
the defects tend to be found in clusters. These realizations led to investigation of 
nonuniform defect densities. 

8.7.2 Nonuniform Defect Densities 

Murphy!6] showed that the wafer yield for a nonuniform defect distribution can be 
calculated from 

Y = L'" exp(-DA)f(D)dD (8..6) 

in whichf(D) is the probability density for D. He considered several possible distribu
tions, as shown in Fig. 8.12. The impulse function in Fig. 8.12a represents the case 
in which the defect density is the same everywhere, and substituting it for f(D) in 
eq. (8.6) yields eq. (8.5). The triangular distribution in Fig. 8.12b is a simple approxi
mation to a Gaussian distribution function and allows some wafers to have very 
few defects and others to have up to 2Do defects. Application of eq. (8.6) results in the 

following yield expression: 

y = [ 1 - exp(-DoA)] 2 (8.7) 

DoA 
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Fig. 8.12 Possible defect probability density functions. (a) Impulse, where every wafer has 
exactly the same number of defects; (b) a triangular approximation to a Gaussian density: (c) a 
uniform density function. 

A unifonn distribution of defect densities is modeled by f(D) in Fig. 8.12c and predicts 

a yield of 

y = [ 1 - eXP(-WoA) 
WoA ] (8.8) 

More-complicated probability distributions have also been investigated, including 
the negative binomial and gamma distributions.!7.8JThese result in the yield expression 
in eq. (8.9): 

= [ 1 + -;- ] -a (8.9)y D A 

in which a represents a clustering parameter which ranges from 0.5 to 5. 
Figure 8.13 plots the various yield functions versus DoA, the average number of 

defects in a die of area A. Yield estimates based on Poisson statistics are clearly much 
more pessimistic than those based on the other functions. 
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Fig. 8.13 Theoretical yield curves for different defect densities. See eqs. (8.5) through (8.9). 

Example 8.1: A 150-mm wafer has a defect density of 10 defects/cm2, and costs $200 
to process. The cost of assembly and testing is $1.50 per die. (a) What is the total 
manufacturing cost for a 5 X 5 mm die in this process based on yield eq. (8.7)? (The 
number of square dice per wafer is given approximately by N = 1T(R - S)2/S2 where R 

is the wafer radius and S is the length of the side of the die.) (b) The market price for this 
part is $2.50. What m4st be the wafer yield needed for manufacturing cost to drop below 
the market price? 

Solution: Tne area of the die is 0.25 cm, so the average number of defects per die is 
DoA = 2.5. Eq. (8.7) predicts a yield of 13.5%. The wafer has a radius of 75 mm and 
contains approximately 616 dice. So the average wafer will yield 83 good dice. The cost of 
the packaged dice will beC = ($200/83) + $1.50 = $3.91. In order to get the cost to the 
market price requires $2.50 = ($200/ND) + $1.50. We must getND = 200 good dice per 
wafer to break even, corres~nding to a yield of Y = 200/616 = 0.325 or more. 

8.8 SUMMARY 

Following the completion of processing, wafers are screened by checking various pro
cessing and device parameters using special test sites on the wafer. If the parameters are 
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. within proper limits, each die on the wafer is tested for functionality, and bad dice are 

marked with a drop of ink. 
Next, the dice are separated from the wafer using a diamond saw or a scribe-and-

break process. Some die loss is caused by damage during the separation process. The 
remaining good dice are mounted in ceramic or plastic DIPs, LCCs, PGAs, or surface-
mount packages using epoxy or eutectic die-attachment techniques. 

Bonding pads on the die are connected to leads on the package using ultrasonic or 
thermosonic bonding of 15 to 75 .um aluminum or gold wire. Batch-fabricated flip-chip 
and TAB interconnection processes which permit simultaneous formation of hundreds of 

bonds can also be used. 
The final manufacturing cost of an integrated circuit is determined by the number of 

functional parts which are produced. The overall yield is the ratio of the number of 
working packaged dice to the original number of dice on the wafer. Yield loss is due to 
defects on the wafer, processing errors, damage during assembly, and lack of full 
functionality during final testing. The relationship between wafer yield and the size of 
an integrated-circuit die has been explored in detail. The larger the die size, the lower 

il will be the number of good dice available from a wafer. 
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PROBLEMS 

8.1 Make a list of at least ten process or device parameters which could easily be monitored using 
a special test site on a wafer. 

8.2 A simple microprocessor contains 115 flip-flops and hence 2115 possible states. If a tester can 
perform a new static test every 100 nsec, how many years will it take to test every state in the 
micrQprocessorchip? If the wafer has 100 dice, how long will it take to test the wafer? 

8.3 Compare the four yield formulas for a large VLSI die in which DoA = 10 defects. Assume 
a clustering parameter of 1.0. How many good dice can we expect from 100- and 150-mm-diameter 
wafers using the different yield expressions? (The number of square dice per wafer can be 
estimated from N = 1T(R - sf /S2 where R is the radius of the wafer and S is the length of one 

side of the die.) 

8.4 What is the wafer yield for the defect map in Fig. 8.11 if the die is four times the size of that 
in Fig. 8. II a? What is the yield predicted by Poisson statistics? Assume the data from Fig. 8. II 
is best represented by eq. (8.9). What value of clustering parameter best fits the data? 

8.5 A new circuit design is estimated to require a die which is 5 mm x 8 mm and will be 
fabricated on a wafer 125 mm in diameter. The process is achieving a defect density of 10 defects/ 
cm2, and the wafer processing cost is $250. 

(a)What will be the cost of the final product if testing and packaging adds $1.60 to the completed 
product? 
(b) The circuit design could be partitioned into two chips rather than one, but each die will increase 
in area by 15% in ,order to accommodate additional pads and I/O circuitry. If the testing and 



"

~

I




